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Technical data
RM.144
Ball Clay M.97

A naturally occurring mineral clay, suitable for use in ceramic glazes.

Typical analysis
Oxide %

SiO2 54

Al2O3 30

Fe2O3 1.4

TiO2 1.2

K2O 3.1

Na2O 0.5

CaO 0.3

MgO 0.4

Technical data

Appearance Grey/brown powder

Specifi c surface area 41 m2/g

Water soluble salts 0.1%

Particle size < 5 μm 96%

Particle size > 53 μm 0.3%

Loss on ignition 8.8%

Storage
Store in sealed containers as supplied and avoid extreme climatic conditions.

Health and safety
Good industrial hygiene and work practices should be adhered to when handling this 
product.

For detailed health and safety requirements, please consult the appropriate product 
safety data sheets.


